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Abstract 

Increasingly stringent environmental regulations on volatile organic com-
pounds (VOCs) and hazardous air pollutants (HAPs) demand the devel-
opment of disruptive technologies for cleaning weapons systems and plat-
forms. Currently employed techniques suffer from safety and efficiency 
shortcomings. This work proposed to use novel lipophilic super-absorbent 
swelling gels as a disruptive solid state cleaning technology to overcome 
limitations of currently employed cleaning techniques. Results were com-
pared with a commercially available alkylstyrene copolymer (imbiber 
beads). The cleaning ability of the gels was compared with the standard 
solvent cleaner trichloroethylene (TCE) following American Society for 
Testing and Materials (ASTM) G122-96(2008) test methods and MIL-
PRF-680B procedure with MIL-PRF-10924 test grease. Polymer gel clean-
ers exhibited similar extent and rate of cleaning as the TCE. The work con-
cludes that the recyclable superabsorbent polymer cleaners developed in 
this research will allow drastic reduction in the use of VOC containing sol-
vents and HAP release. 

DISCLAIMER: The contents of this report are not to be used for advertising, publication, or promotional purposes. 
Citation of trade names does not constitute an official endorsement or approval of the use of such commercial products. 
All product names and trademarks cited are the property of their respective owners. The findings of this report are not to 
be construed as an official Department of the Army position unless so designated by other authorized documents. 
 
DESTROY THIS REPORT WHEN NO LONGER NEEDED. DO NOT RETURN IT TO THE ORIGINATOR. 
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1 Introduction 

1.1 Background 

Polyelectrolyte gels are ionic polymer networks composed of charged pol-
ymer chains and freely mobile counter-ions. Polyelectrolyte super-
absorbent wet-swelling hydrogels are known to undergo a dramatic but 
reversible volume change by absorbing large quantities of water. Polyelec-
trolyte hydrogels swell in water because of:  

1. Osmotic pressure induced by freely mobile counter-ions within the poly-
electrolyte 

2. Increased entropy arising from the solvation of polymer ions and counter-
ions 

3. Electrostatic repulsion between the oppositely charged ions within the 
polyelectrolyte gel 

4. Stretching of polymer chains between crosslinks caused by the increase in 
entropy associated with mixing polymer with solvent (Ohmine and Tanaka 
1982).  

These properties give super absorbent polymer gel systems a pronounced 
capability for removing oil, grease, and particulates from metal and plastic 
surfaces This work was undertaken to develop a new cleaning technology 
based on lipophilic super-absorbent swelling gels that is VOC-exempt, 
HAP-free, non-toxic, non-corrosive, non-ozone depleting, and recyclable. 

1.2 Objectives 

The overall objective of this research was to develop an environmentally 
benign disruptive technology for cleaning metal and non-metal surfaces, 
specifically by developing materials formulated to maximize the cleaning 
efficiency of lipophilic gels in the following steps: 

1. Two potential gels were identified, a lipophilic polyelectrolyte (EG-18) gel and 
a neutral (NG-18) polymer gel for surface cleaning applications. This initial 
phase of the study evaluates these gels following American Society for Testing 
and Materials (ASTM) G122-96(2008) and MIL-PRF-680B protocols.  

2. Representative contaminants of oil, grease and particulate materials were 
selected.  

3. Testing cleaning ability of candidates EG-18 and NG-18 gels 
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4. Designing lipophilic gels with improved cleaning ability by appropriate Se-
lection of lipophilic polymer backbone, weakly coordinating anions, and 
enhancement of mechanical strength.  

1.3 Approach 

The objectives of this work were achieved in the following steps: 

1. The ability of two super absorbent polymer gel systems for removing oil, 
grease, and particulates from metal and plastic surfaces were evaluated.  

2. Once the surface cleaning ability of these gel systems was demonstrated, 
subsequent research focused on improving the gel performance by design 
and synthesis of additional polymer gel systems.  

3. Further research addressed the post-cleaning gel removal method, the use 
of non-fluorinated compounds in gel synthesis, and an evaluation of toxici-
ty and environmental fate-and-effects of the gels.  

4. The study used intricate designing of lipophilic super-absorbent swelling 
gels through careful selection of polymer backbone and ionic components, 
and the cross linking density to improve the cleaning ability of the lipo-
philic swelling gels.  

1.4 Mode of technology transfer 

The proposed scope of the full project will elucidate the chemical and 
physical mechanisms in the removal of oil, grease, and particulate contam-
inants from metal and non-metal surfaces by lipophilic super-absorbent 
swelling gels. Research outcomes will facilitate the development of envi-
ronmentally compliant, economically feasible cleaners for a wide range of 
DoD applications, providing a promising alternative to traditional vapor 
degreasing, solvent, aqueous, or blast cleaning processes. Environmentally 
benign VOC-exempt, and HAP-free surface cleaning technology, will sup-
port ongoing DoD programs such as the Sustainable Painting Operations 
for Total Army (SPOTA). Technology developed in this research will result 
in dramatic overall reductions of VOCs and HAPs emissions from DoD 
surface cleaning operations. It is anticipated that the results of this work 
will be used to address associated issues, including: 

1. The method for removing the gels after swelling 
2. The use of non-fluorinated compounds in gel synthesis 
3. An evaluation of toxicity and environmental fate-and-effects of the gels 
4. Elimination of fluorinated compounds in the gel synthesis. 
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2 Hydrogel Properties and Applications 

Polyelectrolyte hydrogels have found a wide range of applications in dia-
pers, inks and display devices, separation media, and clean up of aqueous 
spills. Polyelectrolyte hydrogels are particularly useful for a wide range of 
environmental applications because expansion and contraction of the gels 
can be engineered to be triggered by small changes in environmental pa-
rameters such as temperature, pH, and ionic strength. However, until re-
cently, reports on gels that will swell by absorbing large quantities of non-
polar organic solvents were nearly nonexistent. In nonpolar solvents, most 
polyelectrolyte gels collapse, because the oppositely charged ions within 
the gel form ion pairs that then aggregate, rather than becoming solvated.  

In 2007, Ono et al. (2007) reported for the first time a novel class of lipo-
philic polyelectrolyte gels bearing positively charged repeating units (sub-
stituted tetraalkylammonium with long alkyl chains) and negatively 
charged counter-ions (substituted tetraphenylborate; TFPB-) that swell 
dramatically but reversibly by absorbing organic solvents having various 
polarities (ε = 1.9-46; the lower the dielectric constant (ε), the less polar 
the solvent). Figure 1 (a)-(b) shows how superior swelling ability in nonpo-
lar solvents is enabled by making both the polymer chains and the coun-
ter-ions lipophilic, preventing counter-ions from forming ion pairs, there-
by enabling the solvation of ionic gel components in solvents. Lipophilic 
polyelectrolyte gel presented in Figure 1 (a)-(b) is hereby termed EG-18 
and will serve as a candidate cleaner in this proposal.  

Figure 1 (c)-(d) illustrates swelling behavior of NG-18, a neutral analogue 
of EG-18 that does not contain the ionic tetraalkylammonium 
tetraphenylborate unit. As shown in Figure 1, neutral gel NG-18 swells to a 
much lesser extent than the ionic EG-18 gel. Neutral polymer gels swell in 
organic solvents because of the stretching of polymer chains between 
crosslinks caused by the increase in entropy associated with mixing poly-
mer with solvent. Additional swelling mechanisms of polyelectrolyte gels 
such as the solvation of ionic groups do not exist in neutral gels. Therefore, 
neutral gels may be of limited use as cleaners compared to polyelectrolyte 
gels, but can be used as a measure of swelling capacity arising from the 
compatibility of the polymer chains with solvents alone. Figure 2 presents 
pathways for preparing the lipophilic polyelectrolyte swelling gel (EG-18) 
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whose swelling behavior in organic solvent was presented in Figure 1 (top). 
Figure 2 shows how tetraalkylammonium tetraphenylborate polyelectro-
lyte gel (EG-18) can be prepared in three steps. 

As illustrated in Figure 2, the ratio of ionic unit tetraalkylammonium 
tetraphenylborate (p), polymer backbone ODA (q), to cross linker 
EGDMA (r) for EG-18 is kept at p:q:r = 5:95:1 for EG-18 to maintain low 
content of ionic groups (Ono et al. 2008). Ionic group content must be 
kept low to avoid aggregation of ionic groups. Neutral analogue NG-18 can 
be prepared by simply excluding the ionic tetraalkylammonium 
tetraphenylborate unit (p) for the feed ratio of p:q:r = 0:100:1.  

Figure 3 shows the impact of crosslinked polyacrylate polymer backbones 
on the swelling degree of ionic (EGn) and neutral (NGn) gels. Gels shown 
in Figure 3 possess polyacrylate backbones with alkyl chain lengths rang-
ing from n=18 (R=(CH2)17CH3), 16 (R=(CH2)15CH3), 12 (R=(CH2)11CH3), to 
6 ((R=(CH2)5CH3); see ODA structures in Figure 2). Swelling degrees (Q in 
wt/wt) were quantitatively determined by soaking a selected gel in an ap-
propriate solvent for a fixed time using the following equation:  

 wet dry

dry

W  - W
Q  =        (1)

W
 (1) 

where Wdry and Wwet are the weights of the dry and swollen gels, respec-
tively. 

Figure 3 shows that maximum absorbency of the polyelectrolyte gel (EGn) 
shifts toward solvents with lower polarity as alkyl chain length (i.e., 
lipophilicity) of polyacrylate backbone increases from n=6, 12, 16, to 18. 
That is, EG-18 exhibits maximum swelling by absorbing large quantities of 
organic solvents with dielectric constants between 3 and 10. On the other 
hand, EG6 shows maximum absorbency for much more polar solvents 
(ε = 16-32).  
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Figure 1.  Dry (a) lipophilic polyelectrolyte gel (EG-18) swollen (b) in tetrahydrofuran (THF) 
(ε = 7.6). Dry (c) neutral analogue (NG-18) swollen (d) in THF. Illustrations are in scale with 

one another. (Illustration adapted from Reference 3). 
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Figure 2.  Preparation of candidate lipophilic tetraalkylammonium tetraphenylborate 
polyelectrolyte gel (EG-18) and its neutral analogue (NG-18) (Illustration adapted from 

Reference 3). 
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As shown in Figure 3, for a given alkyl chain length (n), ionic gel (EGn) 
swells to a much greater degree than the neutral analogue (NGn), as 
demonstrated visually for EG-18 and NG-18 in Figure 1. In solvents having 
dielectric constants below 3, comparable degrees of swelling are observed 
for ionic and neutral gels (Figure 3). In such nonpolar solvents, dissocia-
tion of ions within EGn is suppressed and ionic groups are tightly bound 
as ion pairs. As a result, the swelling of EGn results only from stretching of 
polymer chains between crosslinks caused by the increase in entropy asso-
ciated with mixing polymer with solvent.  

The following conclusions can be made from the review of recent and on-
going studies on polyelectrolyte and neutral lipophilic swelling gels pro-
vided above: 

1. Swelling degree and absorbency of lipophilic polyelectrolyte gels are much 
greater than their neutral analogues. 

2. Increased lipophilicity of both polymer backbones and ionic groups results 
in greater swelling capacity and absorbency in solvents having low dielec-
tric constants. 

Figure 3.  Swelling degree (Q) of lipophilic polyelectrolyte gels (EGn where n represents alkyl 
chain length of polyacrylate polymer backbone, as shown in Fig. 2) and neutral analogues 

(NGn) in organic solvents (in increasing order of polarity from left to right). (Illustration 
adapted from Reference 4).  
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A promising candidate is the lipophilic super-absorbent gel that will swell 
by absorbing nonpolar organic solvents (e.g., hydrocarbon oils, VOCs) sev-
eral hundred times their dry weight. This study aims to use intricate de-
signing of lipophilic super-absorbent swelling gels through careful selec-
tion of polymer backbone and ionic components, and the cross linking 
density. Designed swelling gels will function as the cleaner of the metal 
and non-metal surfaces by: (1) absorption of oil and grease, and 
(2) removal of particulate contaminants by self-generated mechanical 
forces obtained from swelling in (1). After the cleaning operation, cleaning 
media can be safely collected and recycled or used in fuel blends. 

Current limitations stated above call for a portable cleaning technology 
that will not pose environmental or health threats during or after the 
cleaning operations. The proposed cleaner is in solid form and is VOC-
exempt, HAP-free, non-toxic, non-corrosive, non-ozone depleting, recy-
clable, and self-generates the energy necessary for the cleaning function, 
thereby affording a new cost-effective, environmentally friendly cleaning 
technology. It is hypothesized that lipophilic super-absorbent swelling gels 
will, upon contacting oil and grease on the metal and non-metal surfaces, 
exert enough mechanical forces by swelling to remove particulate matters, 
oil, and grease on the material surfaces simultaneously. 

The super-absorbent gels will exhibit low friction behaviors and therefore 
will not stick to or damage the surface of metal and nonmetal materials. 
Existing solvent and blast cleaning technologies pose environmental con-
cerns both during and after the cleaning operation. During the cleaning 
operation, VOCs are produced from organic solvents and HAPs are pro-
duced from forced-air blast cleaning processes. After the cleaning opera-
tion, disposal of waste streams for solvent cleaning and cleanup of blasted 
contaminants for forced air cleaning have a potential to cause environ-
mental problems. 

In addition, techniques described here require on-site equipment such as 
the soaking bath and air compressor, and often necessitate operation in a 
confined, well-ventilated space.  
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3 Materials and Methods 

All chemical reagents were used as received. Stearylacrylate (SA), ethylene 
glycol dimethacrylate (EGDMA), benzene, azobisisobutylonitrile (AIBN), 
methanol, ethanol, diethylether, and carbon tetrachloride were purchased 
from Sigma-Aldrich (Milwaukee, WI). Tetrahydrofuran (THF), isopropa-
nol, acetonitrile, and dichloromethane were obtained from Acros Organics 
(Morris Plains, NJ). Dimethylsulfoxide (DMSO) and 1-octanol were sup-
plied from Alfa Aesar (Ward Hill, MA). Chloroform and cyclohexane were 
distributed from VWR International (West Chester, PA). Acetone, 
methylisobutylketone (MIBK), toluene, and n-hexane were supplied from 
Fisher Scientific (Pittsburgh, PA). BioAct MSO was supplied by Petroferm 
Cleaning Products (Gurnee, IL). An Instron 5900 Electromechanical Sys-
tem was used for the compression of the gels. A Jasco FT/IR-4100 Fourier 
Transform Infrared Spectrometer was used for infrared spectroscopy. 

3.1 Synthesis 

A typical protocol for the synthesis of NG-18 gel is as follows: 10.0 g (30.8 
mmol) of SA (monomer) and 61 mg (0.31 mmol, the case of x=1) of 
EGDMA (crosslinker) as initiator were placed in a vial tube and dissolved 
in 2 mL of benzene by heating at 50 °C. Oxygen in the solution was exclud-
ed by bubbling nitrogen gas for 45 min then 101 mg (0.62 mmol) of AIBN 
was added. The vial tube was sealed tightly and heated at 65 °C for 24 h for 
polymerization. Gels with low crosslinking densities were prepared in a 
similar way by reducing the feed ratios of EGDMA. The synthesized gels 
were washed by swelling in hexane repeatedly, air-dried for 2 days, and 
dried in vacuum overnight. SA-co-EGDMA with two crosslinker ratios 
were prepared by radical copolymerization, which are represented as NG-
18-x% (x= 1 or 0.5; x denotes the mole ratio of crosslinker to SA). 

A typical protocol for the synthesis of EG-18 gel is as follows: 125 mg (0.1 
mmol) of TFPB- and 617 mg (1.9 mmol) of ODA, 3.96 mg (0.02 mmol) of 
EGDMA, and 6.57 mg (0.04 mmol) of AIBN were placed in a capillary of 
7.0 mm in diameter and dissolved in benzene adjusted to 1.0 mL. The so-
lution was degassed and polymerized by heating at 60°C for 24 h. The feed 
ratio was adjusted to TFPB:ODA:EGDMA = 5:95:1. Gels with low cross-
linking densities were prepared in a similar manner by reducing the feed 
ratios of EGDMA. The formed gels were washed by swelling in benzene for 
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10 h, and then air-dried at room temperature. The sample was cut into cyl-
inders of about 1.0 mm in length, and the cylinders were dried in vacuo at 
40°C. 

Synthesis of EG-18 was performed by Ono et al. (2007) at Kyushu Univer-
sity, Japan. 

3.2 Characterization 

The Fourier transform infrared (FTIR) spectra were performed using 
Jasco FT/IR-4100. Compression strength was measured with Instron 
5900 electromechanical system and the compression speed was 0.25 
mm/min. UV-vis spectra were collected using a ThermoSpectronic 
Aquamate 100 UV-vis Spectrometer. 

3.3 Swelling studies 

Swelling behavior of NG-18 gels was determined with the following sol-
vents of various polarities at 25±1 °C using 5 mL vials: water, DMSO, 
methanol, ethanol, isopropanol, 1-octanol, acetone, MIBK, acetonitrile, 
THF, diethylether, dichloromethane, chloroform, carbon tetrachloride, 
benzene, toluene, hexane, and cyclohexane. The mass of each empty vial 
was recorded and then a specified amount of dried gel was added to each 
vial. The vials were weighed and the amount of dried gel was noted (Wdry). 
The vials were then filled with a solvent and allowed to equilibrate for 24, 
48 and 72 hours. The excess solvent was removed from the vials and the 
gels were weighed again (Wwet). The amount of solvent absorbed by the 
gels was obtained from the difference in weights. The swelling degree (Q) 
was defined by Equation 1: 

 

wet dry

dry

W W
Q

W
−

=
 (2) 

Temperature dependence on swelling degree of NG-18-1% gel was meas-
ured in the above solvents at 20, 40, 60, (60→) 0, and (25→) 0 °C. Here, 
(60→) 0 °C indicates that the sample was heated at 60 °C to achieve the 
equilibrium once and then cooled to 0 °C. This was performed to investi-
gate the record of the heating and cooling process. Due to low boiling 
points, dichloromethane and diethylether were not used at 40 °C; similarly 
acetone was not used at 60°C. Likewise, DMSO and cyclohexane were not 
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used at 0 °C due to high freezing points. These values were indicated as 
Q = 0. To understand the kinetics of swelling behavior, the above proce-
dure was followed with several vials and the amount of solvent absorbed 
was determined at different time intervals. 

3.4 Critical temperature studies 

Critical temperatures were determined by UV-vis spectroscopy. Swollen 
NG-18 1% gel in THF was placed in a temperature controlled quartz cell, 
which was monitored with thermocouples (OMEGA DP462). The trans-
mittance at 700 nm was measured as a function of temperature by chang-
ing temperature at 0.1 °C/min. While the swollen gel was transparent, the 
collapsed gel was opaque. The values of critical temperature in the heating 
and cooling process were obtained from a plot of transmittance versus 
temperature. 

3.5 Cyclic temperature change test 

Cyclic temperature changes of both swelling degree and transmittance 
were performed to ascertain the reversibility of the gel. In the swelling test, 
a piece of NG-18-1% gel was first placed in THF for 48 h at 25 °C. Excess 
THF was removed from the vial, weighed, and the swelling degree was cal-
culated. Then the vial was filled with THF again, placed at 0 °C for 24 h, 
and swelling degree was measured by the same procedure. This cycle was 
repeated five times in total. In the transmittance study, THF swollen gels 
were placed in a temperature controlled quartz cell. The transmittance at 
700 nm was measured at 25 °C and 0 °C alternatively. Each step took 
about 30 min, and the procedure was repeated for a total of five cycles. 
The gels achieved equilibrium values at each step in both swelling and 
transmittance test. 

3.6 Compression strength 

A piece of dried NG-18 1% and 0.5% gels was swelled by adding excess tol-
uene or THF. After eliminating extra solvent, compression strength was 
measured at a compression speed of 0.5 mm/min. 

3.7 Oil absorption 

Stainless steel metal coupons were washed by acetone and methanol, and 
dried in vacuo for 72 hours. The coupons were soaked in SAE-30 oil and 
allowed to drip excess oil for 30 minutes. Half of these coupons were also 
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sprayed with alumina powder. The contaminated coupons were immersed 
in NG-18 gels or toluene for 30 minutes. The percent of oil absorbed was 
then measured by comparing the weight of each coupon before and after 
immersion. 

Analogous procedure was followed for field samples obtained from a Navel 
cleaning facility. 

3.8 Grease cleaning 

Metal coupons were prepared according to MIL-PRF-680B Appendix A, 
and uniformly coated with MIL-PRF-10924 grease. The coupons were 
immersed in the NG-18 gels, and trichloroethylene until visually clean. 
The percent of grease absorbed was determined by comparing the weight 
of each coupon before and after immersion. The cleaning power was also 
determined by the following equation: 

 % = �(100−𝐴)
100

� × 100  (3) 

where A is the average cleaning time of the three tested runs (MIL-PRF-
680B 2006). 

The commercial solvent BioAct MSO was also tested for cleaning power. 
Appendix A contains supplemental information regarding the solvent pro-
cess. Appendix B contains the Material Safety Data Sheets (MSDSs) for 
Imbiber beads, trichloroethylene (TCE), and THF. 
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4 Results and Discussion 

4.1 Characterization of NG-18 gels 

Figure 4.  FTIR spectra of stearylacrylate. 

 

Figure 5.  Compression strength of swollen NG-18-1%, THF has a breaking point around 
0.371 MPa. 
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Figure 4 shows FTIR spectra of SA monomer and NG-18-1%, -0.5%. Com-
pared to the spectrum of stearylacrylate monomer, NG-18 gels showed the 
disappearance of peaks in four regions. Each peak was identified as fol-
lows: 1634 cm-1 is C=C bond vibration, 1410 cm-1 is C-H of C=CH2 in-plane 
scissoring, 1297 cm-1 is C-H of C=CH in-plane vibration and 997 and 893 
cm-1 are C=CH out-plane vibration. The disappearance of these peaks of 
the vinyl group indicates that NG-18 gels include a little non-reacted SA. 
Figure 5 shows the compression strength of swollen NG-18-1% gel in THF. 
The first breaking point is the stress of 0.371 MPa and the fracture strain 
of the gel is λ=67 %. The NG-18-1% gel could withstand a similar degree of 
compression as reported by single network poly acrylamide gel prepared 
by Gong et al. (2003). 

4.2 Swelling behavior 

The swelling behavior of NG-18 gels (NG-18-1% and -0.5%) in the solvents 
with various polarities from cyclohexane to water at 25 °C was investigated 
(Figure 6). The swelling degree increased with increasing polarity from cy-
clohexane, and the maximum value was observed in chloroform. On the 
other hand, the gels collapsed in the more polar solvents (dielectric con-
stant ε > 10). Particularly, NG-18 gels absorbed large amounts of chlorin-
ated solvents such as chloroform (Q=35 on NG-18-1%) and carbon tetra-
chloride (Q=36). Moreover, NG-18 swelled in a moderate amount of 
solvents such as ether (diethylether: Q=12, THF: Q=17), aromatic com-
pounds (benzene: Q=21, toluene: Q=22), and aliphatic reagents (hexane: 
Q=14, cyclohexane: Q=20). In more polar solvents, such as water, DMSO, 
alcohols (methanol, ethanol, isopropanol, and 1-octanol), ketones (acetone 
and MIBK), and acetonitrile, NG-18 did not swell at all (Q<1). Also, en-
hancing swelling ability by reducing the cross linker density was attempt-
ed. Reducing the feed ratio of the crosslinker to the monomer from 1 mol% 
to 0.1 mol% enhanced the swelling ratio. However, the gels less than 0.2 
mol% crosslinker densities were too soft to separate excess solvent and 
swelling degree could not be accurately measured. NG-18-0.5% indicated 
the same tendency as NG-18-1% and had a higher swelling degree than 
NG-18-1%. These swelling behaviors of NG-18 gels essentially depend on 
the compatibility of the polymer chain with the media. NG-18 did not al-
low penetration of the highly polar molecules into the polymer networks, 
while non-polar solvents were absorbed. 
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Figure 6.  Swelling degree (Q) of NG-18-1%, -0.5% and imbiber beads in various solvents. 

 

Figure 7 shows temperature dependence on the swelling degree with NG-
18-1% gel. The temperature was changed from 20 °C to 40, 60, and 0 °C 
successively, and the variety of solvents is the same as ones used in swell-
ing degree test at 25 °C. Also, the sample cooled from 25 °C to 0 °C was 
studied to investigate the influence of thermal record during the heating 
process for swelling behavior, which is represented as (25→) 0 °C. Figure 
8 summarizes a comparison between the (60→) 0 °C and (25→) 0 °C con-
ditions. 
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Figure 7.  Temperature dependence of swelling degree (Q) of NG-18-1% in various solvents. 

 

The results in Figure 7 were categorized as:  

1. In the following solvents, swelling degree did not change in both heating 
and cooling processes: water, DMSO, methanol, ethanol, isopropanol, ace-
tone, acetonitrile, carbon tetrachloride, and cyclohexane. 

2. Whereas the Q value did not change by heating a maximum of 25 wt% of 
the following solvents was dislodged from the gel in cooling process: THF, 
diethylether, dichloromethane, chloroform, benzene, toluene, and hexane. 

3. The swelling degree increased by heating, but was almost the same by 
cooling in the solvents 1-octanol and MIBK. The second category is espe-
cially remarkable because it showed the changes of swelling degree and the 
color change from transparent to opaque by cooling to 0 °C. These transi-
tion behaviors are attributable to crystallization of long-alkyl chain among 
stearylacrylate. It is expected that this ability can be used to develop a VOC 
recycling system composed of both uptake and ejection. On the other 
hand, the transitions in the third category were irreversible (Figure 8).  
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Figure 8.  Comparison of heated record of NG-18 gels in the cooling process. 

 

Additionally, to determine the time dependence on the swelling degree of 
NG-18 gels in THF, the swelling ratio was determined as a function of 
time. Figure 9 shows the time required for each gel to reach the equilibri-
um swelling degree. A cubic dry gel (NG-18-1%, -0.5%), 5 mm on a side, 
was placed in a vial with excess THF at 25 °C. 

The kinetics of the swelling behavior was examined by fitting the data to 
Lagergren pseudo-first and pseudo second order kinetic equations 
(Kiyonaka et al. 2004, MIL-PRF-680B 2006, and Boddu 2011): 

 
t

1 e t
dq

k (q q )
dt

= −
 (4) 

 
t

1 e t
dq

k (q q )
dt

= −
 (5) 

The values of the first and second order rate constants obtained through 
the linearization of equation 2 and 3 are included in Table 1, along with the 
values of regression coefficients. A second-order kinetic equation better 
describes the swelling behavior of NG-18 gels.  

Table 1.  Lagergren first and second rate constants (k1 and k2) for swelling of the NG-18 gels 

 
First order Second order 

Sample k1 min-1 R2 k2,g g-1 min-

1 
R2 

NG-18 1% 4.38x10-3 0.971 5.55x10-4 0.998 
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First order Second order 

NG-18 0.5% 5.30x10-3 0.985 5.72x10-4 0.999 

Figure 9.  Swelling degree changes of NG-18 with time in THF. 

 

4.3 Critical solution temperature 

Critical solution temperature was determined for swollen NG-18-1% in 
THF. Figure 10 shows the result obtained at 700 nm. The swollen gel is 
relatively transparent, while the collapsed gel is opaque. Thus, the trans-
mittance values sharply change when the gel is collapsed. The transmit-
tance values were plotted against temperature to obtain approximate criti-
cal temperature in both the heating and cooling processes. Transition 
temperature results in 6.6 °C in the cooling process and 12.4 °C in the 
heating process. This hysteresis was due to supercooling phenomenon on 
the cooling process. This transition process is different from NIPAM (N-
isopropylacrylamide) in water, depending on the crystallization of long al-
kyl chain among stearylacrylate unit. 
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Figure 10.  (a) Temperature dependence of transmittance at 700 nm of NG-18-1% gel swelled 
in THF. (b) Photograph of transparent state at 25 °C. (c) Photograph of opaque state at 0 °C. 

 

4.3.1 Cyclic temperature changes test 

The cyclic swelling degree and transmittance studies were performed to 
investigate the reversibility and reproducibility of the swelling behavior. 
Figure 11 shows the procedures followed for five cycles for NG-18-1% gels 
and the results. The gel appears to be stable and retains its transition 
characteristics even after five cycles. In other words, this transition is re-
versible and non-destructive for the gel network. The change of transmit-
tance is very fast and the color change occurs in less than 30 min, but the 
change of swelling degree was slow, taking more than 24 h. This means 
that the color change is part of the swelling process but the color change is 
not equivalent to the change of swelling degree. 

4.3.2 Compression studies 

The first breaking point is 0.167 N in NG-18-1% and about 1N in NG-18-
0.5%. Compared to EG-18, NG-18 gels are much stronger (Figure 12). 
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Figure 11.   (a) Results of temperature cycle (25 °C 0 °C) test: changes of (circle) 
transmittance at 700 nm, (triangle) swelling degree in THF. (b) Photograph of transparent 

state at 9th step. (c) Photograph of opaque state at 10th step. 

 

Figure 12.  Compression strength of swollen (a) NG-18-1% and (b) NG-18-0.5% in toluene. 

 

4.3.3 Oil absorption 

Oil absorption was tested with both NG-18 gels in toluene and in THF. 
Figures 13 and 14 show the results. It was determined that NG-18 1% in 
THF was the best performer in this category because of its high swelling 
degree, good recyclability, the high oil and alumina absorption properties 
(Figure 15). THF is also a low- or non-toxic and environmentally friendly 
solvent. NG-18 0.5% gel was not able to clean all of the alumina powder 
and oil. Along with metal coupons, NG-18 gels were tested on painted cou-
pons and stainless steel parts with bolts, the results of which are shown in 
the appendix. The painted coupons did not show any signs of peeling, and 
the bolts and flat coupons were cleaned almost as well as using solvent by 
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itself. From these data an oil recycling system (Figure 16) was made, which 
can recycle up to 25% of solvent when cooled to 0°C. 

Temperature did change the swelling degree of NG-18-1% in 1-Octanol, 
methylisobutylketone, and SAE-30 oil when heating from 20 °C to 40 °C 
or 60 °C (Figure 7). Even if they were cooled to 0 °C, however, they did not 
collapse. In other words, these changes were irreversible.  

Figure 13.  Oil absorption properties of NG-18 gels. 

 

Figure 14.  Metal surface cleaning properties of NG-18 gels.  
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Figure 15.  Swelling degree of NG-18-x% in various solvents 
after (a) 24 h, (b) 48 h, and (c) 72 h. 

 

Figure 16.  Oil recycling system with swollen NG-18-1% gel in THF. 

 

The recyclability of NG 18 1% gel for surface cleaning is illustrated in Figure 
16. This system is pending patent application (Boddu 2011). The recyclabil-
ity was tested by five consecutive oil absorption-desorption processes (Fig-
ures 17 and 18). The swelling degree of the gel in each step was not meas-
ured because the initial weight of the gel can change due to addition of oil 
and particulates. Instead, the amount of absorbed oil squeezed out by the 
collapsed gel was weighed in each step. The weight of the particulates and 
THF were accounted for by filtration, and evaporation, respectively. 
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Figure 17.  Photographs of metal coupons (a) before and (b) after immersing the gel: from left 
side, cycle1-5. (c) Absorbed amount in each cycle. 

 

Figure 18.  Photographs of (a) collected solution, (b) filtrated residual particulates, and (c) 
residual oil after evaporation. (d) Ratio of collected solution amount for the weight of gel on 

each cycle. 
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The cleaning property of NG-18 1% gel was maintained at >99 wt% even 
after five cleaning cycles. By cooling, a solution of particulate, THF, and oil 
was removed from the gel. The particles were removed by filtration, and 
10-25% THF could be evaporated, recollected and recycled. The distribu-
tion of the amount of collected solution was attributed to the size of the 
gel, so as the number of cycles increased, so did the number of solutions 
collected. 

In addition to testing preformed on metal coupons, materials from a Naval 
cleaning facility were tested as shown in Figures 19 and 20. 

Figure 19.  Photographs of metal coupons (a)-(c) soaked in SAE-30 oil, (d)-(f) soaked in the 
mixture of SAE-30 oil and alumina powder, (g)-(i) immersed in NG-18-1% gel, and (j) immersed 

in NG-18-0.5% gel (circles indicate the alumina remaining area). 
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Figure 20.  Photographs of soiled metal parts cleaning test (a) before and (b) after cleaning.  

 

4.4 Grease cleaning  

The grease absorption capabilities of NG-18 gels were nearly as good as 
trichloroethylene all showing greater than 99% absorption capabilities. As 
shown in Figures 21 and 22, NG-18 0.5% outperformed the TCE in two of 
three trials. However, the NG-18 0.5% also had an ability to slightly dam-
age the metal as in Trial 1. NG-18 1% was the worst of the three tested, 
though it showed a higher cleaning power than NG-18 0.5%. This could be 
due to the tendency of the NG-18 1% to stay on the metal after removing 
the grease. This could be prevented by washing with ethanol immediately 
after cleaning.  

Figure 21.  Grease absorption properties of NG-18 gels. 
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Figure 22.  Cleaning power of NG-18 gels. 

 

4.5 Cost assessment 

4.5.1 Cost reporting 

The objective of this project was to evaluate and demonstrate NG-18 gels 
as replacements for MIL-PRF-680 solvents for use on weapons systems 
and platforms. Implementing these processes would require minimal capi-
tal investment, as most facilities already have cleaning tanks on hand. The 
only substantial investment would be in production of the gel and solvent 
use. Existing equipment would not need to be replaced.  

The cost of production was analyzed based on a 10x4x4-ft (3400 L) clean-
ing tank filled to various degrees, assuming no solvent loss between clean-
ings, and a 250-day work year accounting for holidays and weekends. 

For comparison of costs of solvent cleaning versus the gel cleaning system, 
the following assumptions were made: 

1. The solvent could be used till it is saturated with oil, grease, and dirt. The 
solvent would be used for three cycles before the solvent is replaced. 

2. The gel system is used for eight solvent cycles. 

The cost analysis is for comparing the two cleaning approaches. With an 
optimized system the absolute costs for each may be different. Tables 2-5 
show the amounts of chemicals used and overall costs of each cleaning sys-
tem. From this analysis it was determined that the cost of the gel system is 
less than that of the current cleaning system. 
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4.5.2 Cost analysis 

Table 2.  Chemical cost and amounts needed to make one kilogram of dry NG-18 gel. 

  
NG-18 1% NG-18 0.5% 

Chemical 
Price per  
unit ($) 

Amount  
per unit 

Number of 
Units  
required 

Amount 
Needed 

Cost 
($) 

Amount 
Needed Cost ($) 

Benzene 67.00 1 L 1 236.1 mL 67.00 225.28 mL 67.00 
SA 89.20 1 kg 2 1.1806 kg 178.40 1.2642 kg 178.40 
EGDMA 33.80 100 g 1 7.2 g 33.80 3.86 g 33.80 
AIBN 30.60 25 g 1 11.9 g 30.60 12.8 g 30.60 

Hexane 349.20 208.198 L (55 
gal) 1 30 L 349.20 30 L 349.20 

  
Total Cost 659.00 Total Cost 659.00 

Table 3.  Chemical amounts of NG-18 and trichloroethylene needed to fill a 3400 L cleaning 
tank to various levels 

NG-18 1% 

Chemical 

Amount needed per fill height 

100% 75% 67% 50% 33% 25% 

Benzene 5.352 L 4.014 L 3.568 L 2.676 L 1.784 L 1.338 L 

SA 27.154 kg 20.365 kg 18.103 kg 13.577 kg 9.051 kg 6.788 kg 

EGDMA 165.600 g 124.200 g 110.400 g 82.800 g 55.200 g 41.400 g 

AIBN 273.700 g 205.275 g 182.467 g 136.850 g 91.233 g 68.425 g 

Hexane 690.000 L 517.500 L 460.000 L 345.000 L 230.000 L 172.500 L 

THF 2300.000 L 1725.000 L 1533.333 L 1150.000 L 766.667 L 575.000 L 

TCE 3400.000 L 2550.000 L 2278.000 L 1700.000 L 1122.000 L 850.000 L 

NG-18 0.5% 

Chemical 

Amount needed per fill height 

100% 75% 67% 50% 33% 25% 

Benzene 5.730 L 4.298 L 3.820 L 2.865 L 1.910 L 1.433 L 

SA 29.035 kg 21.776 kg 19.357 kg 14.518 kg 9.678 kg 7.259 kg 

EGDMA 88.780 g 66.585 g 59.187 g 44.390 g 29.593 g 22.195 g 

AIBN 294.400 g 220.800 g 196.267 g 147.200 g 98.133 g 73.600 g 

Hexane 690.000 L 517.500 L 460.000 L 345.000 L 230.000 L 172.500 L 

THF 2300.000 L 1725.000 L 1533.333 L 1150.000 L 766.667 L 575.000 L 

TCE 3400.000 L 2550.000 L 2278.000 L 1700.000 L 1122.000 L 850.000 L 
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4.5.3 Cost comparison 

Table 4.  Cost per batch of NG-18 gels compared to trichloroethylene when cleaning tank is 
filled to various levels 

Cleaning material NG-18 0.5% NG-18 1% TCE Tank 
Level 

Cost of Purchase Per Batch ($) 

29,987.16 29,810.55 26,860.45 100.00% 

22,490.37 22,357.91 20,145.34 75.00% 

19,991.44 19,873.70 17,996.50 66.67% 

14,993.58 14,905.27 13,430.22 50.00% 

9,995.72 9,936.85 8,863.95 33.33% 

7,496.79 7,452.64 6,715.11 25.00% 

Table 5.  Cost over time of NG-18 gels compared to trichloroethylene when cleaning tank is 
filled to various levels assuming no depreciation and one use per day. 

Cleaning method NG-18 0.5% NG-18 1% TCE 
Tank level Reuse times before cleaning 3 3 3 

1 year cost ($) 2,213,784.63 2,211,944.90 2,238,370.76 100% 
2 year cost ($) 4,427,569.27 4,423,889.79  4,476,741.52 
10 year cost ($) 22,137,846.33 22,119,448.97  22,383,707.62 
1 year cost ($) 1,660,338.47 1,658,958.67 1,678,778.07 75% 
2 year cost ($) 3,320,676.95 3,317,917.34  3,357,556.14 
10 year cost ($) 16,603,384.75 16,589,586.72  16,787,780.71 
1 year cost ($) 1,475,856.42 1,474,629.93 1,499,708.41 67% 
2 year cost ($) 2,951,712.84 2,949,259.86  2,999,416.82 
10 year cost ($) 14,758,564.22 14,746,299.31  14,997,084.10 
1 year cost ($) 1,106,892.32 1,105,972.45 1,119,185.38 50% 
2 year cost ($) 2,213,784.63 2,211,944.90  2,238,370.76 
10 year cost ($) 11,068,923.16 11,059,724.48  11,191,853.81 
1 year cost ($) 737,928.21 737,314.97 738,662.35 33% 
2 year cost ($) 1,475,856.42 1,474,629.93  1,477,324.70  
10 year cost ($) 7,379,282.11 7,373,149.66  7,386,623.51 
1 year cost ($) 553,446.16 552,986.22 559,592.69 25% 
2 year cost ($) 1,106,892.32 1,105,972.45  1,119,185.38 
10 year cost ($) 5,534,461.58 5,529,862.24  5,595,926.90 

4.6 Toxicity 

Both THF and TCE are considered highly toxic in liquid form. THF is not 
used in liquid form in this experiment. Instead it is used in gel form, which 
will reduce exposure, and limit the health risks.  
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5 Conclusions and Recommendations 

This study has demonstrated the synthesis and characterization of 
poly(SA-co-EGDMA) (NG-18) gels. The swelling characteristics of the gels 
were studied as a function of the solvent polarity and temperature, and the 
kinetics of swelling were also examined. Volume transition via crystalliza-
tion of the long alkyl chain was investigated by transmittance at 700 nm 
light with controlling temperature. Moreover, the reversibility and repro-
ducibility of the transition were studied by both swelling and transmit-
tance with cyclic temperature change. These properties suggested the utili-
ty of NG-18 gels as recyclable VOCs absorbent materials.  

The gel system uses THF for swelling, however, cyclohexane or other be-
nign solvents with similar swelling properties may also be used as a swell-
ing agent. In particular cyclohexane is a good possibility with swelling ra-
tio (Q) of 20. Other solvents such as toluene or other non-polar solvents 
may also be used. No other potential solvents were tested during this 
phase of the research. 

Based on the preliminary cost assessment, the gel cleaning process ap-
pears to cost about the same as processes that use alternative cleaners. The 
gel cleaning process has the advantage of avoiding emissions of hazardous 
air pollutants (HAPs) and volatile organic compounds (VOCs).  

Further research to improve the neutral gel systems with increased swell-
ing properties and recyclability are recommended. Optimization of the gel 
synthesis, cleaning process and kinetics at room temperature is recom-
mended. 
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Acronyms and Abbreviations 

Term Definition 
AIBN Azobisisobutyronitrile 
ASTM American Society for Testing and Materials 
CERL Construction Engineering Research Laboratory 
DC Direct Current 
DMSO Dimethylsulfoxide 
DoD U.S. Department of Defense 
ERDC Engineer Research and Development Center 
FTIR Fourier Transform Infrared 
HAP Hazardous Air Pollutant 
IR Infrared 
MIBK Methylisobutylketone 
SA Stearylacrylate 
SAE Society of Automotive Engineers 
SERDP Strategic Environmental Research and Development Program 
SF Standard Form 
SPOTA Sustainable Painting Operations for Total Army 
TCE Trichloroethylene 
TFPB Tetraphenylborate 
THF Tetrahydrofuran 
TR Technical Report 
U.S. United States 
UV Ultraviolet 
VOC volatile organic compound 
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Appendix A: Supporting Data for NG-18 Gel 
Trials 

A.1 NG-18 Gel 

This appendix contains supplemental figures and tables showing the re-
sults of the NG-18 gel trials. Figure A-1 shows the metal coupons im-
mersed in gels. Tables A-1 through A-4 list test data and results. 

Figure A-1.  Metal coupons immersed in gels: (left) NG-18-1%, (center) 
NG-18-0.5%, and (right) toluene. 
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Table A-1.  Metal coupon before (b), and after (a) being contaminated with MIL-PRF-10924 
grease. Metal coupons cleaned with NG-18 0.5% (c)-(d) for 13 minutes and 32 seconds, TCE 

for 5 minutes 12 seconds (e), and NG-18 1% for 12 minutes 58 seconds (f). 

 

Table A-2.  Experimental grease absorption data of NG-18 gels 

Coupon 
Weight (g) 

Coupon with 
grease 
weight (g) 

Grease 
weight 
(g) 

Cleaning 
Product 

Time 
(min) 

Clean 
weight (g) 

Amount 
cleaned 
(g) 

Percent of 
grease 
removed 

2.65958 3.01575 0.35617 NG-18 0.5% 13.87 2.65847 0.35728 100.312 
2.67286 3.06526 0.3924 NG-18 0.5% 13.83 2.67409 0.39117 99.687 
2.73117 3.18272 0.45155 NG-18 0.5% 13.53 2.73248 0.45024 99.710 
2.57225 2.89459 0.32234 NG-18 1% 12.97 2.57361 0.32098 99.578 
2.70775 3.17597 0.46822 NG-18 1% 13.58 2.71145 0.46452 99.210 
2.99139 3.37955 0.38816 NG-18 1% 13.67 2.99347 0.38608 99.464 
2.42991 2.82545 0.39554 TCE 5.20 2.43002 0.39543 99.972 
2.52677 2.97063 0.44386 TCE 5.17 2.52973 0.44090 99.333 
2.56630 2.99553 0.42923 TCE 5.10 2.56653 0.42900 99.946 

Table A-3.  Cleaning power data of NG-18 gels. 

Cleaning Product Average Percent removed (g) Average time (min) Cleaning Power 

NG-18 1% 99.42 13.41 86.59 
NG-18 0.5% 99.90 13.74 86.26 
TCE 99.75 5.16 94.84 
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Table A-4.  Swelling data of NG-18-x% gel in various solvents for 24 h, 48 h, and 72 h. 
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A.1.1 Materials 

BioAct-MSO Precision Cleaner is manu-
factured by Petroferm Inc (Figure A-2). 
The SAE-30 motor oil used here was a 
Castrol product. The alumina powder, 
sumicolundum AA-04 was manufactured 
by Sumitomo Chemical Co. Figure A-3 
shows the chemical structures of the 
BioAct-MSO components. 

Figure A-3.  Chemical structures of BioAct-MSO components: (a) 1-Methyl-4-(1- methylethynyl)-
cyclohexene (d,l-limonene), (b) sodium dioctylsulfosuccinate, (c) Poly(oxy- 1,2-ethanediyl), 

alpha-(4-nonylphenol)-omega-hydroxy. 

 

A.1.2 Gel formation study 

BioAct-MSO forms a semi-solid gel by mixing 17 – 21 vol% of water in with 
the BioAct and shaking vigorously. BioAct MSO will return to liquid form 
if the mixture is more than 22 vol% of water. The behaviors were con-
firmed by adding water to MSO continuously. Six mL of vial tubes were 
used in this experiment. Figure A-4 shows the result. 

Figure A-2.  A photograph of the 
containers of (left) BioAct –MSO and 

(right) SAE-30 oil. 
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Figure A-4.  Sol-gel transition of BioAct-MSO with increasing the water content. 

 

A.1.3 Cleaning studies of soiled metal coupons with BioAct MSO gel 

Stainless steel coupons were washed with acetone and methanol to clean 
the surface, dried in vacuum for >72 h, soaked in SAE-30 oil or the mix-
ture of SAE-30 oil and sumicorundum AA-04 alumina powder (= 
3/1 (w/w)), and placed for 30 min to drop the extra oil (Figure A-5 to A-7). 
The coupons were then immersed in BioAct-MSO gel or BioAct-MSO only 
or water for 30 min. BioAct MSO gel was prepared by mixing 82 mL of 
BioAct MSO Precision Cleaner with 18 mL of distilled water vigorously. Oil 
absorption properties of them were estimated by comparing the coupons’ 
weights between before and after immersion (Figures A-8 to A-10). 

Figure A-5.  Photographs of coupons soaking in (left) BioAct-MSO gel, (center) BioAct-MSO 
only, and (right) water. 
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Figure A-6.  Photographs of metal coupon (a) coated with oil (b)-(d) after immersion: (b) 
BioAct-MSO gel, (c) BioAct-MSO only, and (d) water. 

 

Figure A-7.  Photographs of metal coupons (a) coated with oil and alumina powder, (b)-(d) 
after immersion: (b) BioAct-MSO gel, (c) BioAct-MSO, and (d) water. 

 

Figure A-8.  Cleaning properties of BIOACT-MSO. 
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Figure A-9.  Oil absorption properties of BioAct MSO compared to NG-18, water and THF. 

 

Figure A-10.  Oil and alumina absorption properties of BioAct MSO and NG-18 gels compared 
to THF and water. 

 

Compared to NG-18 gels, the cleaning properties were not as good. This is 
attributed to the tendency of BioAct- MSO gels to stay on the metal sur-
face. These residual gels were able to be removed by soaking in water 
again. In the case of coupons with oil and alumina powder washed by 
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BioAct MSO gel (Figure A-7), some alumina powder stayed on the surface. 
They could be cleaned by rubbing them in water. This is attributed to the 
fact that BioAct MSO emulsion gel is softer and does not tighten on the 
coupon as much as polymer matrix gels such as NG-18. BioAct has slightly 
greater grease absorption than the NG-18 gel, but had approximately the 
same cleaning power (Figures A-11 and A-12). 

Figure A-11.  Cleaning Power of BioAct MSO and NG-18 gels compared to trichloroethylene. 

 

Figure A-12.  Grease absorption properties of BioAct MSO and NG-18 gels compared to 
trichloroethylene. 

 



ERDC/CERL TR-14-2 41 

A.1.4 Construction of the recycling system 

A.1.4.1 Trial 1: Heating at 60 °C 

Different ratios of oil were added to BioAct-MSO gel (BioAct-
MSO/water=82/18(v/v)): 2, 4, 6, 8, 10, 15, 20, and 40 vol% for the total 
volume. After mixing them vigorously, they were heated at 60 °C for 30 
min and separated into two phases. Cooling to room temperature caused 
the gelation of the lower phase, thus each phase was denoted as liquid and 
gel phase. The amount of liquid phase is shown in Figure A-13 (d), and 
each phase was measured by IR spectroscopy to investigate the ratio of oil 
content (Figures A-14 to A-17). 

Figure A-13.  (a)-(c) Photographs of BIOACT-MSO+oil: from left side, 2, 4, 6, 8, 10, 15, 20, and 
40 vol% of oil was contained. (a) before heated, (b) cooled to r.t. after heated to 60 °C, and 
(c) separated gel phase after heated. (d) The changes of the amount of liquid phase after 

heated. 
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Figure A-14.  IR spectra of BioAct MSO, SAE-30 oil, and their mixtures. 1400-1500 cm-1 
region was magnified to investigate the ratio of oil content in liquid and gel. 

 

Figure A-15.  The changes of 1455 cm-1 with increment of oil content when the spectra were 
normalized at 1436 cm-1: (a) liquid phase, (b) gel phase. 

 

The quantification of oil content in each phase was investigated by com-
paring the intensities of peaks at 1455 and 1436 cm-1. These peaks origi-
nated from carbonyl vibration. When BioAct and oil were mixed, the in-
tensity was presented as the addition of them: e=a+c, f=b+d (Figure A-16). 
Thus, the oil content of each phase (θ) is indicated as: 

 
af be

af be cf de
−

θ =
− − +  (6) 
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Figure A-16.  The intensities of 1455 and 1426 cm-1 in each spectrum were indicated as a-f. 

 

Figure A-17 shows the calculated results. 

Figure A-17.  The oil content of each phase calculated from intensities of IR spectra: (left) 
liquid phase, (right) gel phase. 

 

A.1.4.2 Trial 2 

Five mL of the oil was mixed with 90 mL of MSO gels (BioAct-
MSO/water=82/18(v/v)). After stirring vigorously, the gel was diluted by 
adding 95 mL of water. The homogenous suspension liquid was filtrated 
with three types of filters in Table A-5. The compression pressure is 60 psi. 
The filtrate and residue were measured by IR spectroscopy to investigate 
the components. 
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Table A-5.  The list of filter used in this experiment. 

Manufacturer Name Product No. Pore Size Material 

Sterlitech TF UF GH YMGHSP3001 0.1 µm — 

Sterlitech TF UF GK YMGHSP3001 0.1 µm — 

Fisher Qualitative P2 09-803-5F 1-5 µm Cellulose 

 
Figure A-18.  (a) Photographs of the filtrate by using different pore size filter: from left side, 

0.1, 0.2, and 1-5 μm. (b) A photograph of the filtration apparatus. (c) IR spectra of each 
components, residue, and filtrate. 

 

In  

Figure A-18(c), the blue region originated from C=C vibration of limonene, 
and the red region showed carbonyl vibration of surfactant and oil. With 
the filters of pore size <0.2 μm, limonene and water were separated from 
the suspension The filtrate was transparent and had lemon scent. Howev-
er, the residues include oil, limonene, and surfactant, and they cannot be 
separated in this method. 

A.2 Conclusion 

BioAct-MSO gels have good cleaning properties for soiled metal surface 
(Figures A-19 to A-22, Tables A-6 and A-7). However, it was not possible 
to construct the recycling system. BioAct MSO is the mixture of some sur-

 (a) 

(b) 

(c) 
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factants and limonene, so the oil not only mixes with limonene, but also is 
confined in micelle. To extract oil in this mixture, it is necessary to com-
bine filtration, adsorption, and some other method. 

Table A-6.  Experimental grease absorption data of NG-18 gels. 

Coupon 
Weight 
(g) 

Coupon 
with 
grease 
weight 
(g) 

Grease 
weight 
(g) Cleaning Product 

Time 
(min) 

Clean 
weight 
(g) 

Amount 
cleaned 
(g) 

Percent of 
grease  
removed 

2.90688 3.30909 0.40221 BioAct MSO 17% 15.38 2.90663 0.40246 100.062 
2.60016 3.00146 0.40130 BioAct MSO 17% 17.41 2.60051 0.40095 99.913 
2.85997 3.25160 0.39163 BioAct MSO 17% 14.17 2.86038 0.39122 99.895 
2.90204 3.29699 0.39495 BioAct MSO 21% 13.57 2.90176 0.39523 100.071 
2.58714 2.96342 0.37628 BioAct MSO 21% 13.70 2.58745 0.37597 99.918 
2.44264 2.85091 0.40827 BioAct MSO 21% 17.08 2.44342 0.40749 99.809 
2.72486 3.15149 0.42663 TCE 1.97 2.72484 0.42665 100.005 
2.82179 3.23500 0.41321 TCE 2.20 2.82172 0.41328 100.017 
2.70015 3.12888 0.42873 TCE 1.80 2.70008 0.42880 100.016 

Table A-7.  Cleaning power data of BioAct MSO gels. 

Cleaning Product 
Average Percent  
removed (g) 

Average time  
(min) Cleaning Power 

BioAct MSO 17% 99.957 15.65 84.35 
BioAct MSO 21% 99.932 14.78 85.22 
TCE 100.013 1.99 98.01 

Figure A-19.  Metal coupon (a) coated with oil, and after immersion in: (b) BioAct MSO gel, 
(c) BioAct MSO, and (d) water. 
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Figure A-20.  Coupons soaking in (left) BioAct MSO gel, (center) BioAct MSO only, and (right) 
water. 

 

Figure A-21.  Metal coupons (a) coated with oil and alumina powder, and after immersion in: 
(b) BioAct MSO gel, (c) BioAct MSO, and (d) water. 

 

Figure A-22.  Uncontaminated metal coupon (a), contaminated metal coupon (b), and 
coupons cleaned with: TCE (c), and BioAct MSO with 17% water (d) and 21% water (e). 
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Appendix B:  Material Safety Data Sheets 
Imbiber beads, TCE, and THF 
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